
Syatem Based Sampling 
Reinforcement Steel 

January 2014 - December 
2014 

NUCOR - AUBURN 4 REBAR - EPOXY 4/22/2014 20140583

AMERISTEEL - SAYERVILLE 4 REBAR - EPOXY 5/6/2014 20140674

NUCOR - AUBURN 4 REBAR - GALVANIZED 3/19/2014 20140461

NUCOR - AUBURN 4 REBAR - GALVANIZED 3/31/2014 20140464

AMERISTEEL - SAYERVILLE 4 REBAR - PLAIN 4/2/2014 20140476

NUCOR - AUBURN 4 REBAR - PLAIN 4/2/2014 20140492

NUCOR - AUBURN 4 REBAR - PLAIN 4/6/2014 20140498

NUCOR - AUBURN 5 REBAR - EPOXY 1/10/2014 20140321

NUCOR - AUBURN 5 REBAR - GALVANIZED 3/19/2014 20140460

NUCOR - AUBURN 5 REBAR - GALVANIZED 3/31/2014 20140465

AMERISTEEL - SAYERVILLE 5 REBAR - PLAIN 4/2/2014 20140477

NUCOR - AUBURN 5 REBAR - PLAIN 4/2/2014 20140493

NUCOR - AUBURN 5 REBAR - PLAIN 4/6/2014 20140499

NUCOR - AUBURN 6 REBAR - EPOXY 1/10/2014 20140322

NUCOR - AUBURN 6 REBAR - EPOXY 4/22/2014 20140584

NUCOR - AUBURN 6 REBAR - GALVANIZED 3/19/2014 20140458

NUCOR - AUBURN 6 REBAR - GALVANIZED 3/31/2014 20140466

NUCOR - AUBURN 6 REBAR - PLAIN 4/2/2014 20140494

NUCOR - AUBURN 7 REBAR - GALVANIZED 3/19/2014 20140459



Syatem Based Sampling 
Reinforcement Steel 

January 2014 - December 
2014 

NUCOR - AUBURN 7 REBAR - GALVANIZED 3/31/2014 20140467

NUCOR - AUBURN 8 REBAR - EPOXY 4/22/2014 20140585

NUCOR - AUBURN 8 REBAR - GALVANIZED 3/31/2014 20140470


